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下列样品由客户提供及确认为：
The following sample(s) was/were submitted and identified on behalf of the client as:
委托单位
Consignor

木兰纺织(诸城)有限公司
Mulan Textile (Zhucheng) Co., Ltd.

委托单位地址
Consignor address

山东潍坊诸城市经济开发区拙村中心
Zhucun Central Road, Economic Development Zone, Zhucheng City, Weifang City, 
Shandong Province

客供样品描述
Sample Description by Client 红木素 (红色)

样品描述.
Sample Descriptions

(A)机织面料(红木素)
(A)woven fabric(Redwood lignin)

颜色/色号
Color

(A)红色
(A)red

样品数量
No. of Sample (A)1

安全类别
Safety Category

A 类
Category A

产品等级
Product Grade

优等品
Superior Grade

检验类别/样品来源
Test Type/Sample Submitted by

委托检验/客户寄样
Entrusted Test/Sample Sent by Client

样品送达日期
Sample Receiving Date 2024-04-12

检测周期
Testing Period 2024-04-12 - 2024-04-16

检测依据
Document Accordance

详见检测结果页
Details please see test result page

判定依据
Judgement Accordance

GB/T 18830-2009 纺织品 - 防紫外线性能的评定
GB/T 18830-2009 Textiles – Evaluation for solar ultraviolet radiation protective properties

检测结论
Test Conclusion

本报告仅提供实测数据和单项判定， 详见检测结果页，检测结果仅适用于收到的样品。
The report only give the test result and Individual Judgment, detail please see follow 
page, the results only apply to the sample(s) as received.

通标标准技术服务有限公司杭州分公司
 

SGS-CSTC Standards Technical Services Co., Ltd. Hangzhou Branch
 

批准人签署 Approved by:
 

     
    

    
     

陆春晓（授权签字人）
Rainer Lu (Account Executive)
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检测结果及评判
Test Results and Judgment

GB/T 18830-2009 纺织品 - 防紫外线性能的评定 / GB/T 18830-2009 Textiles – Evaluation for solar ultraviolet radiation 
protective properties

检测项目及测试方法
TestItem & Test method

判定
Judgment

样品
Sample

单位
Unit

技术要求
Requirement

测试结果
Test Result

% <5 原样 Original
T(UVA)AV T(UVA)AV

4.75

% \ 原样 Original
T(UVB)AV T(UVB)AV

1.48

- \ 原样 Original
UPFAV Mean UPF

48

- >40 原样 Original
样品的 UPF 值 
Sample UPF

46

- \ 原样 Original
UPF 最小值 The 
minimum UPF

44

防紫外线性能
UV Protective Properties
GB/T 18830-2009

符合
PASS

A

- 当样品的

UPF>40,且
T(UVA)AV<5
%时，可称为“
防紫外线产品”
The sample 

can be called 
“UV protective 
product” if it is 
UPF>40 and 
T(UVA)AV<5

%

原样 Original
评价 Assessment

可称为防紫外线产品
/Could be called UV 
protective product
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样品照片
Sample Photo

此符合性声明仅基于本次实验室活动的实际值，未将本次实验室活动的结果不确定度影响计入。
The statement of conformity in this test report is only based on measured values by the laboratory and does not take their 
uncertainties into consideration.

**报告结束**
**End of Report**
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